
Ag Cu
71.00~73.00 RE.

  ＊ The results of each item are reference values.
  ＊  "-" in each item means that it cannot be meaured or has not been measured.

mm Specification Result Specification Result Specification Result Specification Result Specification Result

0.100 ±0.008 0.101 - - - - - - - -

HV N/mm² (MPa) % μm

SILVER BRAZING (BAG-8)
Chemical Composition (%)

Specification

BAg-8
Thickness Tolerance Hardness Tensile Strength Elongation Surface Roughness(Rz)

mm

1/1


